Figure 3.23 — Typical Salinity
M easurement Procedure

Figure 3.25 — Temperature Monitoring
3.6.4 Chloride Content M easur ements

One important method to determine the effectiveness of the corrosion inhibitors is the
chloride content analysis. As discussed earlier, drilled concrete powder samples were
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